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Neutron elastic, inelastic, and high-energy x-ray scattering techniques are used to explore the nature of the
polaron order and dynamics in the colossal magnetoresistive (CMR) system Laj;Cay3MnO;. Polaron corre-
lations are known to develop within a narrow temperature regime as the Curie temperature is approached from
low temperatures, with a nanoscale correlation length that is only weakly temperature dependent. The static
nature of these short-range polaron correlations indicates the presence of a glasslike state, very similar to the
observations for the bilayer manganite in the metallic-ferromagnetic doping region. In addition to this elastic
component, inelastic scattering measurements reveal dynamic correlations with a comparable correlation
length and with an energy distribution that is quasielastic. The elastic component disappears at a higher
temperature 7", above which the correlations are purely dynamic. These observations are identical to the
polaron dynamics found in the bilayer manganite system in the CMR regime, demonstrating that they are a

general phenomenon in the manganites.
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I. INTRODUCTION

Oxides containing perovskite building blocks, such as
doped LaMnOj5 that exhibits colossal magnetoresistivity,' re-
laxor ferroelectrics,” and the superconducting cuprates,’ are
highly correlated electron systems that exhibit a wide variety
of interesting physical properties. One of the emerging fea-
tures of these materials is their propensity to form intrinsi-
cally inhomogeneous structures on a variety of length scales,
from full scale phase separation to nanoscale polarons in the
manganites, polar nanoregions in relaxors, and spin and
charge stripes in cuprates. The La,;_,Ca,MnO; (LCMO) ma-
terial of particular interest here is a prototype system that is a
metallic ferromagnet in the regime 0.2 <x<0.5.*7 Colossal
magnetoresistivity is observed in this regime and is associ-
ated with the formation of nanoscale polarons that develop at
elevated temperatures, truncating the ferromagnetic-metallic
state and driving the transition first order.8-24

In the region around x=0.3, polarons take the form of
correlations with an ordering wave vector of =(1/4,1/4,0)
(with respect to the cubic perovskite unit cell). Indeed, this
type of ordering becomes long range at half doping, where
equal numbers of Mn3* and Mn** form a charge and an
orbitally ordered structure known as CE type.*> The ordering
takes the form of alternating Mn3* and Mn** ions, where the
magnetic coupling between filled Mn** 3d;2_> and empty
Mn** e, states forms ferromagnetic zigzag chains, while the
coupling between chains is antiferromagnetic. For x<<1/2,
this structure is frustrated and it is observed in the insulating
state of manganites in the form of nanoscale structural
correlations.!>!> While these CE correlations characterize
the insulating state just above T, the onset of ferromag-
netism leads to their melting and (near optimal doping) no
diffuse scattering is observed far below 78121520

In the present work, we investigate the structure and dy-
namics of these polarons through and above the
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ferromagnetic-metallic to paramagnetic-insulating transition
using neutron and x-ray scattering techniques. As the para-
magnetic state is entered, a purely elastic component to the
structural polaron scattering signals the development of the
correlated polaron glass phase,'>!320 in a manner quite simi-
lar to that observed in the bilayer manganite system.'®!° The
polaron correlation length in this phase is around a nanom-
eter and is only weakly temperature dependent, while the
strength of the elastic scattering diminishes with increasing
temperature until the static polarons disappear at a higher
temperature 7°.'>1> We find that the correlations remain
above this temperature, but are then purely dynamic in char-
acter. The identical behavior found for the bilayer manganite
indicates that this behavior is a general feature of the man-
ganites. We also remark that the statics and dynamics of this
scattering bear a remarkable similarity to the magnetic fluc-
tuation spectrum recently observed in underdoped cuprates,
suggesting that the underlying physical description has a
similar origin.?’

II. EXPERIMENTAL DETAILS

A 1.5 g single crystal of Laj,Cay3;MnO5; was grown by
the floating zone technique®® and was used for the triple axis
neutron measurements on the BT-2, BT-7, and BT-9 spec-
trometers at the NIST Center for Neutron Research, employ-
ing pyrolytic graphite monochromator, analyzer, and filter at
a fixed energy of 14.7 or 14.8 meV. A small piece of the
original crystal®® was used for the x-ray measurements at the
11-ID-C beamline at the Advanced Photon Source, with a
high x-ray energy of 115 keV. The crystals were mounted in
a closed cycle refrigerator for temperature control. This is the
highest composition where single crystals have been success-
fully grown, and the measured Curie temperature T, is
257 K, which corresponds to x=0.33. At this composition,
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the crystal structure is orthorhombic (Pnma) with a
=5.4654 A, b=5.4798 A, and ¢=7.7231 A. The data were
taken in the (h,k,0), scattering plane in this notation, where
the polaron correlation peaks are located at half-integer po-
sitions like (1/2,0,0). The distortion away from the ideal
cubic perovskite structure is small (but important) and the
domains are equally populated, hence the cubic frame of
reference is often employed where we have a~3.87 A and
the nearest-neighbor manganese atoms are along the [100]-
type directions. In this notation, the polaron correlation
peaks occur at (x1/4,+1/4,0) and equivalent positions. At
higher (x=1/2) doping, these peaks are genuine Bragg
peaks indicative of CE-type*’ long-range order, and thus
these polaron peaks are often denoted CE-type structural
peaks.

III. RESULTS
A. Static polaron correlations

An example of the observed diffuse x-ray scattering data
is shown in Fig. 1. In addition to the fundamental Bragg peak
observed at the integer position, we observe a broad peak at
the half-integer position (orthorhombic notation) [Figs.
1(a)—1(d)]. This scattering is strongly temperature dependent.
This is shown in Figs. 1(c) and 1(d), where we have con-
structed a map of reciprocal space using line scans over this
(h,k,0) region. While the map at 300 K [Fig. 1(c)] shows
the total scattering at this temperature, in Fig. 1(d) we show
the difference plot of the scattering, where we have taken
“background” below T, at 220 K, and subtracted it from the
scattering observed at 300 K. This difference plot demon-
strates that there are two new components to the scattering,
the peak at the half-integer position and a diffuse scattering
component that peaks at the position of the fundamental
Bragg peak. Figures 1(e) and 1(f) show these two compo-
nents in detail. Here, we plot radial scans away from the
fundamental peak, and plot scans directly across the peak at
the half-integer position as a function of temperature in the
form of a (¢,T) map. These data, and in particular, the data
in Fig. 1(f) at 220 K, show that there is quite a strong ridge
of scattering at this temperature, while the data in the radial
scan show only a broad shoulder (at most) below the ferro-
magnetic transition. This peak rapidly develops in the vicin-
ity of the ferromagnetic transition on warming and has a
maximum at or very near T, as shown by the scattering at
253 K [Figs. 1(a) and 1(b)]. The scattering then decreases
with further increase of temperature.

X-ray scattering has no energy resolution in these mea-
surements, and thus integrates the scattering over all energies
to obtain the instantaneous correlation function. The acoustic
phonons around the fundamental Bragg peaks give a
temperature-dependent contribution to the diffuse scattering,
which is proportional to 1/¢%, and we used this form along
with a Lorentzian peaked at 7= 1.5 to quantitatively analyze
these data. This form for the diffuse scattering provides a
good fit to the data, and the results for the fits are shown in
Fig. 2. The intensity of the polaron peak at A= 1.5 [Fig. 2(a)]
is seen to sharply peak at 7, and then is found to decrease
with further increase of 7, while the width of the scattering
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FIG. 1. (Color online) Diffuse scattering observed in a single
crystal of Laj;Cay3MnOj5 using high-energy synchrotron x-rays
measured on beamline 11ID-C at APS. The data are cuts through
the observed scattering centered for the (0,1/2,0) peak [in ortho-
rhombic notation; in cubic notation this is the (1/4,1/4,0) “CE”
position]. (a) shows radial cuts from the fundamental Bragg peak,
while (b) shows a transverse scan through the CE peak. These are
example scans measured at 253 K. In (c), we show an intensity map
around the (6,2,0) fundamental Bragg peak [orthorhombic notation,
in reciprocal lattice units (rlu)], and we observe an additional broad
peak at the half-integer position in the transverse direction (6,1.5,0).
There is no significant diffuse scattering at the (6.5,2,0) position, as
expected for a CE-type lattice distortion. In (d), we show a subtrac-
tion of the scattering below the transition (220 K) from the scatter-
ing observed above (300 K). In (e) and (f), we show the tempera-
ture dependence of the radial and transverse scans in the form of
a (q,T) map. These maps were made by repeating the measure-
ments shown in (a) and (b) in a series of temperatures. It is evident
from these data that the polaronic scattering rapidly increases on
warming through T, where a diffuse peak appears at (0,1/2,0)
[(1/4,1/4,0) in cubic notation].

above T [Fig. 2(b)] is only weakly dependent on 7. Indeed,
at the higher temperatures, when the strength of this scatter-
ing becomes weak, we found that it was necessary in the
x-ray data to fix the width to the highest temperature value
that we could refine [Ah=0.105 rlu] (reciprocal lattice unit).
This overall behavior is in good agreement with previous
neutron data for this polaron scattering, where fixing the
width at higher temperatures was not necessary.'>'* We re-
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FIG. 2. (Color online) (a) Integrated intensity (filled circles) vs
T for the CE-type structural peak, obtained from fits to the x-ray
scattering. The elastic component of the correlated polaron scatter-
ing measured with energy-resolved neutrons (filled squares) closely
follows the x-ray intensity and disappears at the same 7, defining a
T" above which all the correlations are dynamic and below which
there is a frozen component that defines a polaron glass. Both types
of scattering show a jump in intensity at the ferromagnetic-metallic
to paramagnetic-insulating transition. (b) The Huang scattering de-
termined from 1/¢? fits to the data is shown as a function of tem-
perature. The scattering contains a linear term in 7 that arises from
thermal diffuse scattering (dashed line). At sufficiently high T, the
Huang scattering becomes approximately equal to that of the CE
polarons, indicating that the x-ray intensity in this temperature
range is purely from uncorrelated single polarons. (c) Full width at
half maximum in reciprocal lattice units (rlu) as a function of 7, for
the CE peak obtained from Gaussian fits to the x-ray diffuse scat-
tering. For 7> 285 K, the CE peak was observable in the data but
the width could not be refined independently. For the purpose of
fitting, it was fixed to a value of A2=0.105 (unfilled circles).

mark that the similarity of the x-ray and neutron measure-
ments, as well as neutron polarized beam data, demonstrates
that this scattering originates from the lattice as opposed to
magnetic scattering.'>1416 Finally, we note that the fitted
width becomes substantially broader below T, but there is
still scattering observed, and even though the overall inten-
sity is drastically reduced, the integrated intensity is still sig-
nificant. It would be interesting to investigate this component
as a function of doping to determine if it is absent at optimal
doping, but single crystals are not available in this doping
regime for LCMO.

The intensity of the diffuse scattering is also shown in the
figure, and we see that there is an abrupt increase in this
component of the scattering at the ferromagnetic transition
temperature. Thus this component of the scattering has two
contributions: one from the usual temperature dependence of
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the acoustic phonons (thermal diffuse scattering) and another
(Huang) component originating from lattice relaxations
around uncorrelated “single polaron” and correlated po-
larons. We remark that away from the half-integer polaron
peaks, we do not observe any anomalies as a function of
temperature in the neutron inelastic scattering measurements,
and thus, the change in this x-ray scattering component at 7¢
cannot be attributed in any way to a change in the (acoustic)
phonon dispersion. Similar conclusions have been obtained
for the case of the bilayer manganite system.'®!® For the
neutron measurements, the elastic and inelastic contributions
can be resolved, and the different temperature dependence to
the single and correlated polaron scatterings has been
established.'* The solid squares in Fig. 2(a) indicate the elas-
tic polaron intensity measured with neutron energy analysis,
scaled to the x-ray intensity at the maximum. The close cor-
respondence of the x-ray and neutron intensities as a function
of temperature demonstrates that the x-ray scattering is pri-
marily elastic in origin.

There are two interesting features of these two compo-
nents of the diffuse scattering that originate from the po-
larons. The first is that for the polaron correlation peak, the
width of the scattering is quite broad, corresponding to a real
space correlation length of ~1 nm (at its maximum value at
T). Moreover, the width is also only weakly temperature
dependent'>-152021 gver the temperature range of T<T
<400 K, showing a relatively small anomaly around 7.
This behavior differs qualitatively from what would be ex-
pected in a classic second-order phase transition, where one
would expect the width to rapidly decrease as the transition
is approached from above, indicating that the correlations are
increasing in size. The correlation length would then diverge
(peak would become resolution limited experimentally) at
the phase transition, marking the onset of long-range order.
The observed weak dependence with temperature indicates
that the phase transition is first order in nature, with two-
phase coexistence, and this first-order behavior has been in-
vestigated in depth.8-1529-2* We remark that the magnetic
correlation length is also ~1 nm and weakly temperature
dependent,®!2:13.2027.28 and the details of the magnetic behav-
ior have been discussed at length previously.

The second feature concerns the comparison between the
Huang and “correlated polaron” scattering. At sufficiently
high temperatures, we see that these two cross sections be-
come approximately equal, indicating that the wave-vector-
dependent peak in the elastic scattering has vanished. This
indicates that at sufficiently high temperatures, polaronic cor-
relations have broken down, while the presence of Huang
scattering is indicative of single polarons. We use this feature
to define a 7" =380 K, where for 7> T" there are no longer
any static polaron correlations evident. This indicates that the
glass phase has melted, as has been found in the bilayer
manganite system.'® This 7" is in good agreement with ther-
mal expansion measurements, which show an abrupt in-
crease at the ferromagnetic transition, which disappears at a
higher temperature.’® As we will see below, there are still
dynamic correlations present above T, as is the case for the
bilayer system, but the static order is gone.
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FIG. 3. (Color online) Energy dependence of the scattering at
the (1/4,1/4,0) wave vector position [(0,1/2,0) in orthorhombic
notation] of the polaron scattering. Two components of the scatter-
ing are evident: a purely elastic component and an inelastic scatter-
ing that peaks at E=0 (quasielastic scattering).

B. Dynamic polaron correlations

We now turn to the dynamics of the scattering as revealed
by inelastic neutron scattering measurements. The energy de-
pendence of the elastic and quasielastic scatterings at low
energies is shown in Fig. 3 for a wave vector at the peak
position [(1/4,1/4,0) in the cubic notation used here] of the
polaron scattering. To obtain these data, we have subtracted
the scattering observed at 200 K, where the elastic compo-
nent of the polaron scattering is small. At this temperature,
the scattering at the elastic position is then dominated by the
purely elastic, nuclear incoherent scattering. This incoherent
nuclear cross section contains the Debye-Waller factor and
so has some temperature dependence, and thus, to make this
subtraction, we have reduced the level of this background
scattering by the Debye-Waller factor obtained from powder
diffraction.?’ We remark that this is a significant correction at
these elevated temperatures compared with the bilayer mate-
rial, as noted in Ref. 18 and in earlier results.'®

There are two components of the polaron scattering evi-
dent in the energy dependence of the scattering, as shown in
Fig. 3. One is a purely elastic component; that is, a compo-
nent that is resolution limited and thus corresponds to static
order.’® Recalling that the elastic scattering is quite broad in
wave vector, the interpretation of the behavior of the system
is that a static, polaron glass phase has formed, where the
range of the order is only ~1 nm. The second component of
scattering is dynamic in origin, but also peaks at E=0. This
is then a quasielastic component of the scattering and has an
energy (half) width of I'=3 meV at this temperature. In-
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FIG. 4. (Color online) Wave vector—energy map of the CE-type
inelastic scattering located at (2+¢,2—¢,0) (cubic notation) for a
temperature of 260 K, just above the Curie temperature. There is
strong quasielastic scattering at low energies, but there is also scat-
tering at higher energies that appears to be associated with a soft,
broadened phonon. These data were taken with coarse collimation
and a fixed incident energy of 14.7 meV in energy gain. Low tem-
perature (5 K) background have been subtracted, and the intensities
have been corrected for the volume of the resolution function.

deed, a similar value of the quasielastic width was obtained
for T<T" in the bilayer manganite'®, highlighting the simi-
larity in the polaron dynamics between these two colossal
magnetoresistive (CMR) systems. Quasielastic scattering
corresponds to a finite lifetime of the CE correlations, and on
cooling, the lifetime of these correlations increases, leading
up to the glass phase below T". We interpret this increase to
be proportional to the hopping rate of the charge carriers
which diffuse through the lattice. That 7" is higher here for
the perovskite sample is attributed to the three-dimensional
network of MnQOg octahedra, in contrast to the layered stack-
ing of perovskite bilayers in La, ,Sr; gMn,05.'3

A (g, E) intensity map of the higher-energy inelastic scat-
tering in the region of these CE-type peaks is shown in Fig.
4 at a temperature just above T, where the elastic polaron
scattering is strongest. These data were obtained with coarser
collimation in order to reveal the inelastic scattering in the
higher-energy regime. We see that the dynamical scattering
extends to quite high energies. There is also a peak in the
scattering around 8 meV, which originates from a phonon
mode that is also observed below 7. Figure 5 shows specific
constant-E scans through this higher-energy scattering and
indicates that the strong quasielastic polaron scattering at
lower energies evolves into a single peak, while at higher
energies, we see two peaks that disperse. Although the tem-
perature for these measurements is relatively high and there-
fore the interpretation of these scans is somewhat
difficult at this stage, we speculate that they may be
related to optic phonon anomalies associated with
polarons.?! We remark that this ~8 meV phonon is observed
to be sharp in the ferromagnetic-metallic state, with only a
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phonon behavior was also found for the bilayer manganite,
but, in that case, the phonon energy was much higher and the
relationship between the phonon mode and the polaron scat-
tering was not as clear, and the transverse acoustic phonon
was not significantly affected.'® However, because of the el-
evated temperatures involved in these LCMO measurements
(compared to the bilayer system), the Debye-Waller correc-
tions noted above, and the strong temperature-dependent
damping of the phonon, we found that a detailed analysis of
the temperature dependence of the energy width of the quasi-
elastic scattering was not possible.

In Fig. 6, we show the wave vector dependence of the
lower-energy inelastic scattering at an energy transfer of
4 meV, at a series of temperatures. Well into the ferromag-
netic state, we observed a flat distribution of background
scattering (not shown) due to multiphonon and multimagnon
scattering, while above T we see a relatively broad but well
defined peak that abruptly appears on warming near the
ferromagnetic-metallic to paramagnetic-insulating phase
transition. The wave vector width of the scattering corre-
sponds to a length scale in real space of ~1 nm, very similar
to the static portion of the scattering found in this tempera-
ture regime.'?"142% Interestingly, the width of these dynamic
correlations is again only weakly dependent on temperature
up to the highest temperature measured, indicating that
strong dynamic correlations persist to high temperature, even
though the polaron glass has melted (defined when the purely
elastic component has vanished).

400K
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FIG. 6. (Color online) Temperature dependence of the quasielas-
tic scattering at an energy transfer of 4 meV for (2+¢,2-¢,0). The
scattering at successive temperatures has been displaced vertically
by 50 counts for clarity. The peak in the scattering abruptly appears
on warming near the ferromagnetic-metallic to paramagnetic-
insulating phase transition. The wave vector width of these dynamic
correlations is essentially temperature independent up to the highest
temperature measured, indicating that strong dynamic correlations
persist to high temperature, even though the polaron glass melts
(defined when the purely elastic component has vanished).
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IV. DISCUSSION

The development of the polaron ordering in the paramag-
netic state has been previously studied in some detail in the
“cubic” (La-CaMnOj type) systems.'?>-142021.32 Thig scatter-
ing abruptly appears in the paramagnetic state and is directly
related to the colossal magnetoresistive behavior in that the
polaron intensity closely tracks the resistivity as a function of
applied magnetic field.">"'* In particular, it has been found
both experimentally?! and theoretically®® that there is no
CMR effect when only single polarons are present. The po-
laron dynamics has also been investigated in the bilayer
manganite. Here, the two-dimensional nature of the spin
dynamics®* reduces the Curie temperature, allowing mea-
surements at significantly lower temperature. The bilayer
system also has the advantage of tetragonal symmetry, rather
than the present orthorhombic system which is twinned. In
the bilayer material, a polaron glass phase, identified by a
purely elastic component of the polaron scattering, was
clearly established.'® The present study establishes that the
same basic polaron glass behavior is found in the
(La-Ca)MnOs cubic class of materials and is a general fea-
ture of the CMR manganites. The glass melts at higher tem-
perature, but dynamic correlations persist.

In LCMO the sudden development of these static CE-type
polaron structures has important implications for the nature
of the phase transition. In particular, when these static corre-
lated polarons form, they have the effect of trapping elec-
trons and driving the system into the insulating state, which
is accompanied by the truncation of the ferromagnetic phase
in a discontinuous manner.%1%12-1520.22 Thys the transition
has a strong first-order component.8-13:20-2435-38 We now
know that this truncation is associated with the development
of a polaron glass phase, as has been found for the bilayer
manganite system, and thus this glass phase appears to be a
general feature of these systems. We can then use the present
x-ray and neutron scattering results, combined with previous
work, to ascertain the regime where the polaron glass phase
occurs. At higher doping (x> 0.4), the ferromagnetic transi-
tion becomes second order,”? and with a divergent magnetic
correlation length, there is no evidence or expectation of a
polaron glass phase at this composition. This establishes that
the phase boundary for the polaron glass terminates at higher
x, as indicated in Fig. 7. At optimal doping (x=3/8), the
ferromagnetic transition is truncated, but it is straightforward
to extrapolate where the second-order transition would have
occurred,”® and we have placed this point on the phase dia-
gram as well. The present results at x=0.33 have explicitly
determined both T~ and 7". The question then becomes how
the polaron glass phase and the polaron dynamics evolve at
smaller x. At small doping, the Jahn-Teller driven cubic to
orthorhombic transition for LaMnO; (Ref. 39) is long range
in nature, and it seems reasonable to speculate that the glass
phase in the frustrated regime is linked to this ordered phase.
We can then place the dynamic and glassy polaronic regions
on the (x,T) phase diagram for La,_,Ca,MnO; using data
from this work and those from Refs. 68, 12-14, 20, 23, 26,
28, 29, 39, and 40, and this is shown in Fig. 7. We suggest
that this polaron glass is an additional phase that occurs in
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FIG. 7. (Color online) Phase diagram for La;_,Ca,MnQO3, where
we have sketched the proposed polaronic glass phase and how it
might evolve into the long-range ordered Jahn-Teller transition for
the undoped compound. Basic ferromagnetic-metallic to
paramagnetic-insulating, ferromagnetic-insulating to paramagnetic-
insulating, and antiferromagnetic to paramagnetic phase transitions
are after Refs. 4, 6, and 7. Note that at small x the magnetic tran-
sitions are also dependent on the oxygen concentration, and hence
the heat treatment of the samples (Ref. 29), and can, in fact, be
changed from antiferromagnetic to ferromagnetic. The magnetic
transition temperatures are shown explicitly and are taken from
Refs. 8, 12, 14, 20, 23, 29, and 40, while above optimal doping, the
transition becomes second order (Ref. 23). The polaron glass phase
is based on the present work.

the topology of the phase diagram. Clearly, further work is
desirable to better define and understand the composition
and temperature ranges over which this glass phase exists,
and indeed, where dynamic polaron correlations persist
when the static order is gone. We remark that in the case of
La,_,Sr,MnO; and La;,_,Ba,MnO,, (1/4,1/4,0)-type static
polaron structures are not evident. In this case, the ferro-
magnetic to paramagnetic transition is found to be a con-
ventional second-order phase transition, where (for example)
conventional scaling behavior for the magnetization is
observed.*! However, there may still be dynamic polaron
correlations in these materials, and that will be the subject of
separate studies.

In the polaron glass phase of LCMO, we have two com-
ponents to the low-energy scattering: the elastic scattering
due to the static order, and the quasielastic scattering due to
the finite lifetime of the polaron correlations. These two low-
energy components of scattering bear a remarkable resem-
blance to the magnetic fluctuation spectrum recently ob-
served in underdoped YBa,Cu;Og35 in the vicinity of the
antiferromagnetic (7, ) p()sition.25 Indeed, the data for the
lattice scattering we observed in Fig. 3 look identical to Fig.
1(a) of that work, indicating that transition metal oxides with
the basic perovskite building blocks exhibit important com-
monalities in the underlying physical mechanisms that con-
trol the properties of these highly correlated electron sys-
tems.
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